


ADVANTAGES OF OUR RED GOLD ALLOYS:

MINIMIZING BRITTLENESS ISSUES IN 750%0 RED GOLD

Failure analysis on cast piece made with
traditional red gold 750%. alloy: cracks appeared
right after quenching

Metallographic analysis over OR168 750%o alloy: high level of grain re ners
prevents the occurrence of cracking under most circumstances

2 VERY LOW LOSS COMPARED TO STANDARD 750%. RED GOLD ALLOYS

ALLOYS LOSS AFTER CASTING

LEGOR RED ALLOYS 0,25 g/kg
Standard red gold 0,85 g/kg

@ SMOOTH AND HIGHLY COMPACT SURFACES
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HIGHER SHININESS AND CLEANER SURFACES AFTER PICKLING
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